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The spin dynamics of two representative members of a family of Fe-based heterometallic antiferromagnetic
wheels have been investigated by inelastic neutron scattering �INS�. The INS spectra measured at various
temperatures have been reproduced using microscopic spin Hamiltonians that contain all the main interactions
present in the molecules �isotropic exchange, intramolecular dipolar interaction and local crystal fields�. The
positions of the observed excitations provide evidence of weak second-nearest neighbor antiferromagnetic
exchange interactions. Information about the symmetry of the molecular eigenstates has been obtained by
studying the momentum-transfer dependence of the intensities of the observed transitions. The results have also
been exploited to investigate the time autocorrelation of the Néel vector in these antiferromagnetic wheels. We
have shown that S mixing has a remarkable effect on the Néel vector dynamics and that the tunneling picture
is only very approximately valid for these heterometallic rings.

DOI: 10.1103/PhysRevB.75.014408 PACS number�s�: 75.45.�j, 75.10.Jm, 75.50.Tt, 75.40.Gb

I. INTRODUCTION

One of the best examples of noninteracting quantum ob-
jects embedded in a solid state environment is provided by
magnetic molecules. In particular, much interest has been
attracted by molecules containing transition-metal ions
whose spins are so strongly exchange coupled that at low
temperature each molecule behaves like a single-domain par-
ticle with fixed total spin S. Indeed, these systems are appeal-
ing both for fundamental physics and for envisaged applica-
tions. From a fundamental point of view, these zero-
dimensional magnetic units can be considered model systems
to investigate quantum phenomena like quantum tunneling of
the magnetization. Moreover, being mesoscopic objects,
these molecules also offer the possibility to study the transi-
tion between the quantum and classical regimes. As far as
potential applications are concerned, properly engineered
magnetic molecules could be used to realize high-density
information storage devices and to implement quantum com-
putation algorithms.1–4

Very recently, a particular family of magnetic molecules
has attracted considerable attention: Antiferromagnetic �AF�
heterometallic Cr7M rings.1,4–13 The ancestor of this family
is a homometallic Cr8 ring with AF exchange interactions
between the Cr3+ �s=3/2� ions so that the ground state has
total spin S=0.14,15 Another strategy was used to synthesize
heterometallic octanuclear Cr7M wheels in which, alongside
seven octahedrally coordinated Cr3+ ions, there is a divalent
transition metal M2+ ion.16 The breaking of the Cr8 ring spin
topology, which can be regarded as the replacement of one
trivalent Cr3+ �s=3/2� ion with a divalent ion �M2+�, leads to
the opening of new S mixing channels and to the appearance
of quantum oscillations of the total spin length at anticross-

ings between different S multiplets.17 These zero-temperature
oscillations are particularly interesting since their frequencies
can be tuned from zero to tens of GHz simply by changing
the direction of the applied field. Therefore, this phenomenon
offers the possibility to study the transition from a coherent
to an incoherent regime. On the other hand, the topology
breaking allows magnetic properties to be tailored to the en-
visaged application. For instance, we have shown11 that the
Cr7Cd cluster �having an almost isotropic S=3/2 ground
state� could be exploited as a low-temperature magnetoca-
loric refrigerant. Most importantly, we have shown that
Cr7Ni is very promising for qubit implementation. In fact,
this heterometallic wheel is characterized by an energetically
isolated S=1/2 ground multiplet that can be safely used to
encode a qubit.10 Moreover, the use of the excited states
allows the implementation of time-dependent two-qubit cou-
plings even in the presence of permanent microscopic ex-
change interactions. It is important to stress that a profound
understanding of the molecular spin Hamiltonian is crucial
for all of these issues.

An important step forward is to study the family of het-
erometallic ferric wheels.16 The synthetic procedure used for
heterometallic Cr7M compounds5 has been extended to an-
other family of heterometallic Fe7M rings.16 As far as envis-
aged applications are concerned, the Fe7Zn AF ring, being
characterized by a large half-integer ground multiplet �S
=5/2�, should display a stronger magnetocaloric effect than
Cr7Cd. In addition, this family of compounds might also be
promising for quantum information processing. From a fun-
damental point of view, the rather high value of the spin of
Fe3+, s=5/2, significantly affects the molecular spin dynam-
ics with respect to the Cr7M family of compounds �e.g., the
correlation length changes�. Hence the comparison between
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results obtained for the two families of AF rings can also
shed more light on the physics of finite AF spin chains. Fur-
thermore, heterometallic ferric wheels have also been sug-
gested as good candidates for the observation of the so-called
tunneling of the Néel vector n7.

The starting point to address all these issues is the deter-
mination of the molecular spin Hamiltonian H. To achieve
this aim, inelastic neutron scattering �INS� is the technique
of choice, since it provides direct access to the energies and
wave functions of H. Here we report on INS measurements
carried out on two heterometallic ferric wheels with chemical
formula ��C3H7�2NH2��Fe7MF8�O2CC�CD3�3�16�, where M
=Zn,Mn �Fig. 1�.

The analysis of the experimental data has enabled an ac-
curate determination of the principal microscopic interac-
tions present in the molecules. In addition, we have studied
the Néel vector dynamics by calculating the time correlation
function of n using the eigenstates and eigenfunctions deter-
mined from neutron spectroscopy.

II. MODEL SPIN HAMILTONIAN

Magnetic properties of AF heterometallic ferric wheels
can be modeled using spin Hamiltonians of the form

H = ��
i=1

6

JFe-Fesi · si+1 + JFe-M�s7 · s8 + s8 · s1�

+ �
i=1

8

Ji�i+2�si · si+2	 + �
i=1

8

si · Di · si + �
i�j=1

8

si · Dij · s j

+ �B�
i=1

8

giB · si, �1�

where si are spin operators of the ith magnetic ion in the
molecule. Ring sites i=1–7 contain Fe3+ ions �s=5/2�,
while the i=8 ring site is occupied by the M ion. The term in
brackets is the nearest-neighbor and next nearest-neighbor
isotropic Heisenberg exchange interaction �with s9�10�
s1�2�,
J7−9
J7−1, and J8−10
J8−2�. JFe-Fe and JFe-M are the Fe-Fe
and Fe-M exchange integrals, respectively. The second term
describes the interaction with local crystal-fields �CFs� and
the third term is the dipole-dipole intracluster interaction,
which is evaluated within the point-dipole approximation.
The final term is the Zeeman coupling to an external mag-
netic field B. As far as the CF interaction is concerned, we
assume nearly uniaxial magnetic anisotropy and we consider
the axial and rhombic terms only:12

�
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where the ẑ axis is perpendicular to the ring plane. The di-
mension of the spin Hilbert space of the rings studied in the
present work is rather large �e.g., 1679616 for Fe7Mn�. The
most important S mixing effects have been included in the
calculations by the two-step procedure described in Refs. 18
and 19. Finally, the INS cross section for a polycrystalline
sample is12

�2�

�������
=

A

Nm

kf

k0
e−2W�

n,n�

e−�En

Z
Inn��Q�	��� − En� + En� ,

�3�

where A=0.29 b, �=1/ �kBT�, and the function Inn��Q� is de-
fined as
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Nm is the number of magnetic ions, Z is the partition func-
tion, k f and k0 are the wave vectors of the scattered and
incident neutrons, exp�−2W� is the Debye-Waller factor, Q
=k0−k f is the scattering vector, En is the energy of the ge-
neric spin state n�, F�Q� is the single-ion magnetic form
factor, and Rij gives the relative position of ions i and j. In
addition

C0
2 =

1

2
�3�Rijz

Rij
�2

− 1	 ,

FIG. 1. �Color online� Molecular structure of the AF wheel
��C3H7�2NH2��Fe7MnF8�O2CC�CD3�3�16�. Color scheme: Fe, blue
�large dark circles�; Mn, cyan �large light circle�; F, green �small
light circles�; O, red �small dark circles�; C, black; N, in the ring
cavity, yellow �light gray�. Hydrogen atoms are omitted for clarity.
The Mn position is disordered on the Fe sites.
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III. EXPERIMENTAL DETAILS

A wide variety of heterometallic wheel complexes have
recently been synthesized with the general formula
�R2NH2��M7M�F8�O2CCR��16� where M =V�III�, Cr�III�, or
Fe�III�, M�=Ni�II�, Co�II�, Mn�II�, Fe�II�, Zn�II�, Cd�II�, or
Mg�II�, R is a linear alkyl chain, e.g., n-propyl, and O2CCR�
is one of twenty possible carboxylates.16

Partially deuterated microcrystalline samples of
��C3H7�2NH2��Fe7MF8�O2CC�CD3�3�16�, where M =Zn �in
short Fe7Zn-d� and M =Mn �in short Fe7Mn-d� have been
prepared according to a slightly modified literature
procedure16 by dissolving iron�III� fluoride trihydrate in a
mixture of trimethyl-d9-acetic acid and dipropylamine be-
fore adding an excess of the second metal salt, basic zinc
carbonate, or manganese chloride tetrahydrate. Fe7Zn-d and
Fe7Mn-d were crystallized from pentane and then dried in
vacuo. Elemental analysis and electrospray mass spectrom-
etry �ES MS� confirmed the chemical compositions of both
compounds. The homometallic wheel Fe8F8�O2CC�CD3�3�16

�Fe8-d in short� was detected by ES MS as a 4% impurity in
the Fe7Zn-d. Due to the practically identical solubilities of
Fe7Zn and Fe8 it was not possible to remove this impurity by
recrystallization. The preparation of trimethyl-d9-acetic acid
starting from acetone-d6 was adapted from standard
methods.20

Susceptibility measurements were performed using a su-
perconducting quantum-interference-device �SQUID� mag-
netometer. Samples were placed in a gelatin capsule and
magnetization measurements were performed in a fixed field,
varying the temperature from 2 to 310 K.

Inelastic neutron scattering measurements were per-
formed using the disk chopper spectrometer �DCS� at the
NIST Center for Neutron Research �NCNR�, Gaithersburg
�USA�.21 The polycrystalline samples were packed under he-
lium into aluminum annular sample cans, 20 mm diameter,
0.7 mm annular thickness, and 100 mm high. The samples
were mounted in a standard ILL “Orange” cryostat. The DCS
was operated in its “low resolution” mode,21 using several
incident wavelengths, from 3 to 7 Å, and data were recorded
at various temperatures between 1.5 and 30 K. The back-

ground was subtracted, and detector efficiency corrections
were performed using a standard vanadium sample. The
spectra were integrated over all of the detectors, covering
scattering angles from −30° to −5° and from 5° to 140°. The
DAVE software package22 was used to reduce the time-of-
flight data.

IV. EXPERIMENTAL RESULTS

A. Fe7Zn

The starting point of the work has been Fe7Zn, which is
the simplest compound of the series since Zn2+ is diamag-
netic. The odd number of antiferromagnetically coupled Fe3+

ions leads to a magnetic S=5/2 ground state. A first estimate
of JFe-Fe has been obtained from susceptibility data. The re-
sults of a SQUID measurement on 80 mg of protonated
Fe7Zn are shown in Fig. 2. By fitting the experimental data
we estimate a value of 1.49 meV for the nearest-neighbor
exchange parameter JFe-Fe. The calculated curve is shown in
Fig. 2. The upturn at �10 K is due to the magnetic S=5/2
ground multiplet. The low-temperature fall of �T is due to
the zero field splitting �ZFS� of the ground manifold.

INS experiments have been performed on a 3.8 g powder
sample of Fe7Zn-d. High resolution experimental data were
collected with an incident wavelength of 7 Å �42 �eV full
width at half maximum �FWHM� energy resolution at the
elastic peak�. Figure 3 �upper panel� shows spectra collected
at two temperatures, 1.5 and 5 K. The two pronounced
peaks correspond to the two allowed transitions within the
anisotropy-split S=5/2 ground multiplet, i.e., transitions
from the S=5/2 ,M = ±5/2� ground doublet to the
S=5/2 ,M = ±3/2� first excited states �lying at about
0.21 meV� and from the latter states to the S=5/2 ,
M = ±1/2� states �lying at 0.33 meV�. The easy-axis nature
of the ZFS �i.e., the fact that S=5/2 ,M = ±5/2� is the
ground doublet� is demonstrated by the temperature depen-
dence of the two peaks. A good fit to the data can be obtained
with the crystal-field parameter dFe=−15 �eV and eFe/dFe
=0.1 �dZn=eZn=0�. The calculated curves, shown in Fig. 3 as
continuous lines, were obtained using the INS cross section

FIG. 2. dc-�T experimental data for Fe7Zn measured using an
applied field of 107/4 A/m �104 Oe�. Note that 1 m3 /mol
=106/4 emu/mol Oe. The continuous line is calculated using
Ji�i+1�=1.49 meV. The inset shows a blowup of the low temperature
region. A 0.038�10−6 m3/mol �0.003 emu/mol Oe� diamagnetic
contribution to the susceptibility has been added.
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formula of Sec. II and associating with each transition a
Gaussian line shape with an area proportional to the transi-
tion probability. Higher-energy excitations have been ob-
served with an incident wavelength of 4.5 Å �140 �eV
FWHM resolution�. At the lowest temperature, T=1.5 K,
two sharp peaks are visible at 1.3 and 2.5 meV �Fig. 3�b��.
The latter corresponds to transitions from the ground doublet
to the lowest S=7/2 excited manifold. It is worth noting that
these transitions involve states within the so-called Landé
rotational band.23,24 Instead, the peak at about 1.3 meV cor-
responds to a transition involving an excited S=3/2 multi-
plet which does not belong to the lowest rotational band. The
Q dependence of the two different types of excitations is
shown in Fig. 4.

As the temperature is raised to 5 K, transitions from the
excited levels of the anisotropy split ground state multiplet
lead to peaks growing as lower-energy shoulders. They re-
flect the lifting of the ground state degeneracy by the aniso-
tropy and confirm our interpretation. Finally, at 15 K excited
manifolds are populated and transitions between excited
multiplets appear. Intermultiplet excitations can be well re-
produced with Ji�i+1�=1.35 meV and Ji�i+2� /Ji�i+1�=0.016. A
weak antiferromagnetic second nearest-neighbor exchange
interaction is needed to account for the position of the peak
at 1.3 meV, which is expected at significantly higher energy
if Ji�i+2�=0. Indeed, the structure of the S=3/2 excited mul-

tiplet at 1.3 meV makes its energy particularly sensitive to
the second nearest-neighbor exchange interaction. The spin
eigenstate energy level scheme calculated assuming only iso-
tropic exchange interactions is shown in Fig. 5.

The lowest temperature spectra in Fig. 3 include inelastic
features at about 0.53 and 0.9 meV that cannot be described
with the model spin Hamiltonian. To understand the origin of
these two peaks we performed an INS measurement using
6 Å incident wavelength �64 �eV FWHM resolution�. The
intensity and temperature dependence of the two excitations
provide clear evidence of their magnetic origin. Moreover,
their temperature dependence indicates that they originate
from the ground state of the system �see Fig. 6�. The most
likely explanation for the appearance of these two extra
peaks is that there is a small percentage of impurity in the
Fe7Zn-d sample, namely the homonuclear analog Fe8-d. The
Fe7Zn compound is indeed the least stable in the series of
Fe7M rings, and Fe8 impurities were also found through
mass spectrometry measurements, as reported above. The
Fe8 system, due to the full compensation of the antiferromag-
netically interacting spins, has an S=0 ground state. Hence
the two excitations at 0.53 and 0.9 meV should correspond
to the transition to the first anisotropy split S=1 excited state.
Numerical calculations based on the assumption of some
Fe8-d impurity, with practically the same parameters as the
Fe7Zn-d analog, are consistent with the complete set of ex-

FIG. 3. �Color online� INS intensity measured in Fe7Zn-d as a
function of the energy transfer using wavelengths of 7 Å �upper
panel� and 4.5 Å �lower panel�. Sample temperatures are 1.5 K
�blue squares�, 5 K �green open triangles�, and 15 K �red open
circles�. The data were obtained by integrating over the whole de-
tector bank. The solid lines represent calculations described in the
text.

FIG. 4. Intensity vs Q dependence of the observed peaks at
0.21 meV �squares� and 1.3 meV �open circles� �T=1.5 K� re-
corded using �=6 Å incident wavelength. The continuous lines rep-
resent the theoretical calculations.

FIG. 5. Calculated energy levels as a function of the total spin
S for Fe7Zn assuming only isotropic exchange interactions �J
=Ji�i+1�=1.35 meV and Ji�i+2� /Ji�i+1�=0.016�.
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perimental data at different temperatures and incident ener-
gies. The most intense excitations originating from the
Fe8-d phase are the S=0�→ S=1� transitions which are well
described by the proposed model, as shown by the continu-
ous lines of Fig. 6. From a simultaneous fit of both phases of
the sample, we obtained an estimate of the mass fraction of
Fe8-d, about 4%, in excellent agreement with the elemental
analysis and electrospray mass-spectrometry results. Further
confirmation of the appropriate assignment of the observed
excitations is given by the favorable comparison between
calculated and measured intensity vs Q curves �see inset to
Fig. 6�. This finding could also explain the apparent large
diamagnetism which had to be assumed in order to fit the
susceptibility data.

B. Fe7Mn

The Fe7Mn wheel contains 7 Fe3+ ions and one Mn2+

�high spin s=5/2� ion. Being composed of an even number
of antiferromagnetically coupled s=5/2 ions, it is character-
ized by a nonmagnetic S=0 ground state. Susceptibility mea-
surements on Fe7Mn �Fig. 7� have been performed on a
70 mg partially deuterated powder sample. A good fit to the
experimental data is obtained with a single Ji�i+1�
=1.62 meV exchange parameter.

3.9 g of the partially deuterated Fe7Mn-d powder sample
were used for the INS measurements. With an incident wave-
length of 6 Å we observed two sharp resolution-limited in-
elastic peaks at 1.5 K with energy transfers of about 0.5 and
0.9 meV �Fig. 8�a��. The intensities of both peaks decrease
with increasing temperature according to the Boltzmann fac-
tor, suggesting that the excitations can be assigned to transi-
tions from the S=0� ground state to the anisotropy-split
S=1� states. A higher energy peak, at �1.3 meV and corre-
sponding to transitions between excited multiplets, appears
at higher temperatures. Assuming site-independent exchange

and anisotropy parameters, the experimental data are well
reproduced using the same anisotropy parameters as were
used in Fe7Zn �see Fig. 8�. As far as exchange interactions
are concerned, the ratio Ji�i+2� /Ji�i+1� was fixed at 0.016 as in
Fe7Zn, and we have found that Ji�i+1�=1.42 meV, slightly
higher than in Fe7Zn. This might indicate that JFe−Mn is
somewhat larger than JFe−Fe. Indeed, by fixing JFe−Fe to the
value determined in Fe7Zn we have found JFe−Mn=1.7 meV.
Figure 8�b� shows spectra collected with �=4.5 Å at three

FIG. 6. �Color online� INS energy loss spectra for Fe7Zn-d re-
corded using �=6 Å incident wavelength. The sample temperature
is 1.5 K �blue squares�, 7 K �green open triangles�, and 12 K �red
circles�. The solid lines represent theoretical curves calculated in-
cluding contributions from both Fe7Zn-d and Fe8-d, and using the
spin Hamiltonian parameters given in the text. The inset shows the
intensity vs Q dependence of the observed peaks at 0.53 meV �open
circles� and 0.9 meV �squares� �T=1.5 K� compared with the cal-
culation �continuous lines�.

FIG. 7. dc-�T measurements for Fe7Mn taken with an applied
field of 106/4 A/m �103 Oe�. Note that 1 m3/mol=106/4
emu/mol Oe. The calculated curve �continuous line� was obtained
using Ji�i+1�=1.62 meV.

FIG. 8. �Color online� Neutron energy loss spectra for Fe7Mn
measured with �a� 6 Å ; and �b� 4.5 Å incident wavelengths at T
=1.5 �black squares�, 5 �blue open triangles�, 10 �green circles�, and
15 K �red open diamonds�. Continuous lines are spectra calculated
using the spin Hamiltonian, Eq. �1�, with the parameters determined
in the present work �see main text�.
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temperatures, namely 5, 10, and 15 K, where transitions in-
volving excited states are clearly visible. For instance, the
two peaks at about 1.3 and 1.6 meV correspond to transitions
between the S=1 and S=2 multiplets of the lowest rotational
band and the peaks at 2.3 and 3 meV are thermally activated
transitions from the S=2 and S=3 excited states, respec-
tively. The calculated energies of the lowest eigenstates as a
function of the total spin S using Ji�i+1� and Ji�i+2� parameters
obtained as described above are shown in Fig. 9. The energy
and temperature ranges spanned with 6 and 4.5 Å neutrons
only allowed us to observe excitations of appreciable inten-
sity within the lowest rotational band, i.e., the so-called
“Landé band.”25 These excitations have a very well defined
oscillatory Q dependence. In Fig. 10, the upper curve
�circles� represents the Q dependence measured for the
S=0�→ S=1� transition at 0.9 meV, showing the typical Q
dependence of an intra-Landé band excitation. Other impor-
tant information about the symmetry of wavefunctions is
provided by higher energy measurements which have been
performed using 3 Å neutrons �450 �eV energy resolution�.
This experimental setup allowed us to observe excitations
involving states with different spatial symmetry with respect
to the Landé band states. In particular, we have observed a

peak at about 5.4 meV that corresponds to interband transi-
tions from the L-band �S=0�� to the so-called E-band
�S=1���.24,26 The Q-dependence of the intensity of this ex-
citation exhibits much flatter behavior as compared with the
intra-Landé band excitation, as shown in Fig. 10. The good
agreement between the calculated curves �continuous lines in
Fig. 10� and the experimental data lend additional validity to
the model spin Hamiltonian. It should be noted that from
INS experimental data of the Fe7Mn-d compound no evi-
dence of Fe8-d impurity was found, which is also in agree-
ment with its mass spectrum.

V. NÉEL VECTOR DYNAMICS

One of the most debated aspects of the low-energy spin
dynamics of antiferromagnetic rings is the possibility that
quantum tunneling of the Néel vector n=�i=1,N�−1�isi /
N7,27,28 can be observed. This tunneling is the AF counterpart
of the tunneling of the molecular magnetization M observed
in high-spin nanomagnets �e.g., Mn12 or Fe8�. In the latter
case the tunneling time is macroscopic; indeed so long that
the time autocorrelation of M becomes overdamped due to
the interaction with other degrees of freedom. Thus temporal
oscillations of M associated with coherent tunneling do not
actually take place. On the other hand, the time scale of the
tunneling of n in AF rings is expected to be microscopic,
much shorter than the decoherence time associated with
spin-nuclei or spin-phonon interactions.

We have recently shown that the Néel vector tunneling
�NVT� picture applies only very approximately in the candi-
date homometallic AF rings studied so far.28 Here we address
this issue as it applies to the heterometallic AF rings Fe7Zn
and Fe7Mn.

In an ideal NVT scenario, the two lowest eigenstates
are given by the symmetric and antisymmetric superpo-
sitions of the two classical Néel states �i.e.,
1 /�2�↑ , ↓ , ↑ , . . . �± ↓ , ↑ , ↓ , . . . ���. Within a semiclassical
framework, this is guaranteed for homometallic AF rings by
the condition that the tunnel action S0=Ns�−2d /J be much
larger than unity29 �d�0�. In this case the orientation of the
vector n tunnels between +ẑ and −ẑ. From a quantum point
of view, the dynamics of nz can be studied through the zero-
temperature autocorrelation:

�n
�t�n
�0�� = �
�

ei��t/���n
0�2, �7�

where �� is the �th energy level and ��=E���−E�0�. In
principle, many different frequencies contribute to the Néel-
vector dynamics. Figure 11 compares the calculated spectral
weight �1 nz 0�2 with the sum of all remaining higher-
frequency weights. Whereas in zero field a single frequency
dominates the spectrum, this does not hold for B�0, except
when B is intermediate between two ground-state crossing
fields, i.e., corresponding to anticrossings between the first
and second excited states. Thus at these particular values of
B �including B=0�, the autocorrelation of nz essentially os-
cillates with a single frequency. For instance, in Fe7Mn �Fig.
11� the oscillations are almost monochromatic at B=9.8 T,

FIG. 9. Calculated energy levels as a function of the total spin S
for the Fe7Mn compound. Only isotropic exchange interactions are
assumed in the calculation, with J=Ji�i+1�=1.42 meV and
Ji�i+2� /Ji�i+1�=0.016.

FIG. 10. INS intensity for Fe7Mn as a function of the momen-
tum transfer Q for two peaks: A representative intra-Landé band
excitation at 0.9 meV �upper curve� and an L-band to E-band exci-
tation at 5.4 meV �lower curve�. Continuous lines are the corre-
sponding calculated curves.

GUIDI et al. PHYSICAL REVIEW B 75, 014408 �2007�

014408-6



between the first two crossing fields BC1
=6.2 T and BC2

=13 T. However, this is not sufficient for the tunneling pic-
ture to apply. A more stringent condition is related to the
structure of the two lowest eigenstates, i.e., it is necessary to
check to what extent they are given by even and odd com-
binations of the two classical Néel states. In an ideal tunnel-
ing scenario the spectral weight �1 nz 0�2 is equal to s2

=6.25. This regime would be achieved in the limit N2d�J.
Figure 11 reports the magnetic field dependence of
�1 nz 0�2 calculated with the model derived from the analy-
sis of INS data. Neither in Fe7Zn, nor in Fe7Mn, is the tun-
neling regime truly achieved.13 Therefore, in both homome-
tallic and heterometallic ferric wheels, the low-energy spin
dynamics is only very approximately described by the Néel
vector tunneling picture.

Classical states would be recovered only for very large
values of d, which implies a large degree of S mixing. Even
for values of d close to the one we have found here, S

mixing plays an important role. First of all, at B=0 it in-
creases the weight �1 nz 0�2 by about 25% in Fe7Mn. More
remarkably, our calculations indicate that for B�0 S mixing
produces the single-frequency behavior in between level
crossings seen in Fig. 11. In fact, when S mixing is artifi-
cially suppressed, the autocorrelation of nz is not character-
ized by a single-frequency any more �see Fig. 12�.

VI. CONCLUSIONS

The spin dynamics of a family of heterometallic AF ferric
wheels have been investigated by neutron spectroscopy. The
experimental INS spectra have been reproduced using micro-
scopic spin Hamiltonians which contain all the main interac-
tions present in the molecules. The analysis of INS data has
provided evidence of weak second-nearest neighbor antifer-
romagnetic exchange interactions. The results obtained in the
present work show that magnetic properties in ferric wheels
can be tailored by chemical substitution of magnetic ions.
The Hamiltonian determined herein has been used to inves-
tigate the dynamics of the Néel vector n. We have found that
a tunneling scenario for this observable is only very approxi-
mately valid in both homometallic and heterometallic AF
ferric wheels.
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